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Abstract  
Formation of bands of macroscopic strain localization during staircase creep in an AlMg 
polycrystal is studied by the acoustic emission (AE) technique and high-speed video-recording 
with an image acquisition rate up to 50 000 frames per second. The simultaneous measurements 
by two methods allow to distinguish different types of embryo deformation bands and 
concomitant AE signals and establish correlations between the band evolution and the acoustic 
response. It is found that the fastest stages of band formation, associated with its emergence to 
the surface and subsequent accelerated expansion, generate complex AE bursts in the frequency 
band ~0.05-1 MHz. The correlations hidden in the complex structure of an individual acoustic 
burst are investigated by methods of statistical and fractal analysis. On the other hand, 
relationships between average parameters of various physical responses to discontinuous creep 
are assessed. Particularly, a close correspondence is found between the envelope of the acoustic 
burst and the rate of stress change during formation of a single deformation band. Evolution of 
dynamical behavior of embryo bands with increasing creep stress is discussed. Notably, a 
qualitative change in the AE waveform observed on approaching the ultimate stress is considered 
from the viewpoint of anticipation of the oncoming fracture. 
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I. INTRODUCTION 
 
Self-organization of dislocations gives rise to nonlinear effects in the macrokinetics of plastic 
deformation of crystals, which are attracting increasing interest since the 1980s. The most 
striking example of such effects is presented by intermittent deformation of alloys, which 
manifests itself in two different situations: (1) Stepwise strain-time curves, )(t , are observed 
when the sample is loaded in a soft deformation machine with a given rate of growth of applied 
stress, 0 = const. Such instability of uniform plastic flow is known as the Savart-Masson effect 

[1]; A special case corresponding to the condition 0 = 0, i.e., 0 = const, is distinguished as 

discontinuous (staircase) creep [2]. (2) The Portevin-Le Chatelier (PLC) effect is manifested by 
serrated stress-time curves, )(t ,  observed during deformation at an imposed strain rate, 0 = 

const, in a rigid testing machine [3]. The former case corresponds to the direct problem of 
dynamics, addressing the study of motion (here, unstable deformation) under the action of given 
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forces. The latter corresponds to the inverse problem, i.e., the force response of the mechanical 
machine-sample system is studied for a given evolution of strain.  
 According to the generally accepted point of view, the plastic instabilities are caused by 
the phenomenon of dynamic strain ageing (DSA), i.e., by the dynamic interaction of mobile 
dislocations with diffusing impurity atoms [4]. The underlying physics is that there occurs a 
plastic strain-rate interval where the pinning force on the dislocation temporarily immobilized on 
obstacles and waiting for thermal activation decreases with the increase in the strain rate because 
a smaller number of solute atoms reach the dislocation during the respectively diminished 
waiting time. In the mathematical sense, this mechanism gives rise to a negative sensitivity of 
stress to the strain rate in some interval. The resulting nonlinear N-shaped material characteristic 
reveals the collective dynamics of dislocations as a pinning-unpinning problem and relates it to 
behavior of diverse nonlinear systems controlled by stick-slip phenomena and characterized by 
velocity-weakening friction [5, 6]. In particular, creep deformation is a basic element of tectonics 
that includes periods of slow continuous creep alternating with abrupt earthquakes [7]. 
Consequently, intermittent deformation of alloys is often considered from a larger aspect than 
that of pure plasticity problems, namely, as a laboratory model for experimental investigation of 
collective phenomena in extended systems [8-10].  
 In both cases described above, intermittent deformation is associated with drastic spatial 
localization of plastic strain in macroscopic bands [11, 12]. It was understood quite early, e.g., 
using capacitance strain transducers, that the development of a deformation band may proceed 
very fast, during times shorter than a millisecond [13]. However, as the techniques of 
visualization of strain localizations were operating in a range of about 10 to 50 frames per 
second (fps), the question of their nucleation and formation has been little explored. 
Investigations of intermittent plasticity were mainly aimed at determination of average 
parameters of complete deformation bands and correlations between them, the latter concerning 
complex spatial patterns of deformation bands and concomitant temporal patterns of serrations 
on the scale of a deformation curve. Most of studies were devoted to the PLC effect which 
provides large amounts of data because, as the total plastic strain rate caused by a deformation 
band exceeds 0 , it results in elastic unloading that terminates the further development of the 

instability and allows for multiple repetitions of instability events (see reviews [8-10, 14] and 
references therein). It was found that when 0   is increased, the behavior in conventional tensile 

tests changes from static deformation bands occurring at random to relay-race series of bands, 
each nucleated close to the boundary of the previous one, and finally to quasi-continuous 
propagation of deformation bands along the entire specimen [11, 14]. Investigations of the last 
three decades [8-10, 15-17] identified these changes with transitions between well-known 
dynamical modes including self-organized criticality [18], deterministic chaos [19] and 
synchronization [20]. This richness of behaviors attests the plastic instability as a unique object 
of research, allowing for testing distinct dynamical regimes by varying loading conditions. 
Moreover, application of high-resolution techniques based on the recording of acoustic emission 
(AE) [15-17] or local strain fields [21] made it possible to attack the question of relationship 
between dynamic strain fluctuations on the mesoscopic and macroscopic scales. 

Collective effects were much less explored for the constant 0  conditions. This loading 

mode leads to qualitatively different deformation patterns because the stress relaxation is 
impeded and the instability is much more drastic. Tensile specimens sustain only few 
instabilities before fracture, each giving rise to a large strain jump, sometimes up to 10 %. This 
catastrophic process was believed to be related to irregular quasi-continuous propagation of 
deformation bands [22]. Recently, implementation of video-recording with a 500-fps acquisition 
rate allowed to show that a single instability event (a strain jump lasting about one second) 
during creep of an AlMg alloy is produced by cascade nucleation of several tens of deformation 
bands [12]. The occurrence of each band is accompanied by a stress serration due to partial 
elastic unloading. Moreover, since the plastic strain rate varies during the development of the 
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jump, transitions between regimes of cascade nucleation and continuous propagation of 
deformation bands were detected. Thus, although such a pattern refers to one strain jump during 
creep, it presents analogies with patterns characterizing series of PLC bands. These observations, 
waiting for a rigorous mathematical interpretation, bear evidence to an important role of long-
range elastic stresses which, on the one hand, give rise to diverse spatiotemporal patterns when 
the conditions for stress relaxation are varied, and, on the one hand, may be responsible for 
similitudes between behaviors occurring in different conditions or on different physical scales.    
 This consideration strengthens the interest to the mechanisms governing the short-time 
scale pertaining to the formation of individual bands in various conditions. The last decade 
exhibited an important progress in this sense due to improvements of the time resolution of 
visualization of the surface of a deforming sample. Application of various optical techniques 
with an acquisition rate of 1 000 to 5 000 fps made it possible to reveal nucleation of an embryo 
of a PLC band on one side of the specimen and its growth in the direction of the maximum 
tangential stresses, about 60° to the tensile axis [23-25]. To complete the picture, it should be 
added that quasi-simultaneous strain localization across the specimen was also observed [25, 26]. 
In this case, the further evolution of the deformation band consists of a progressive growth of the 
local strain rate profile, while its width remains unchanged (cf. [27, 28]). Nucleation and growth 
of an embryo band was also found for creep. Moreover, video-recording with a speed of 25 000 
fps allowed to characterize an elliptic shape of the embryo band contour, jumps in the velocity of 
its tip, and the instant of its arrival to the opposite side of a flat sample, i.e., the end of formation 
of a complete deformation band [29, 30].  
 As can be seen, the increase in the time resolution by three orders of magnitude (from 10 to 
25 000 fps), and also a several times increase in spatial resolution (from about 100 to 8 
μm/pixel), allowed for revealing significant features of geometry and dynamics of individual 
deformation bands at the earliest stage of their evolution. The time scales characterizing an 
embryo band evolution, ~ 0.1–1 ms, are inferior to the front duration of the subsequent unloading 
jump (~ 1–3 ms). Both characteristic times are by orders of magnitude shorter than the time 
intervals between jumps, even in the conditions of stress control. This sharp distinction between 
time scales separates the processes responsible for the occurrence and growth of an embryo band 
into a particular problem that may not be directly related to dynamic behavior on larger scales 
corresponding to lateral motions and correlations between complete bands. This suggestion is 
corroborated by recent studies with the aid of the AE technique, which revealed a complex 
structure of acoustic signals accompanying individual PLC bands [31]. Thus, recent progress in 
the investigations of jerky flow emphasizes the first millisecond of the evolution of a 
deformation band as a self-contained object of study. An in situ investigation of “millisecond 
dynamics” of formation of individual deformation bands requires the use of methods with a high 
temporal and spatial resolution, such as video-recording of the surface of a deforming sample at 
a rate of at least 5 000 fps, supported by appropriate computer-based image processing and 
synchronized with other high-frequency methods, e.g., the AE technique providing 
complementary information inaccessible to optical methods.  
 In the previous works by the authors [29, 30], the dynamics of deformation bands was 
studied under conditions of discontinuous creep of an AlMg6 alloy with the aid of the AE 
method in the low-frequency range of ~ 10 Hz - 10 kHz and synchronous video-recording of the 
specimen surface with a time resolution of 40-50 μs. It allowed to establish that the main AE 
occurs when the growing embryo band reaches the opposite side of the specimen and to correlate 
the jump in the stress drop rate with the first AE peak with a rise time of ~ 1 ms. In particular, 
this correspondence provided experimental evidence for the mechanism of AE generation by the 
dislocations emerging on the sample surface. The objective of the present work was two-fold. 
First, it was aimed at assessing finer-scale dynamics and morphology of deformation bands 
during discontinuous creep, revealed by recording discrete AE in an ultrasonic range, from ~ 25 
kHz to 1 MHz, and video-recording of the specimen surface at a rate up to 50 000 fps. Second, 
this approach uncovered a wealth of features that had not been accessible in earlier works and 
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allowed for an analysis of correlations of deformation processes on the time scale of individual 
deformation bands (cf. [31]). First attempts of such analysis were undertaken using statistical and 
fractal formalisms.  
 The paper is organized as follows. Section II describes the research methodology and 
experimental techniques. Section III presents experimental results and discussion on the 
following issues: specific types of embryo deformation bands, their acoustic signatures, 
information carried by AE signals with regard to the dynamics of deformation processes. The 
nonlinear growth of embryo bands and their action as a source of AE is discussed in view of the 
results obtained. The concluding section IV provides a summary of the main findings. 
 

II. EXPERIMENTAL PROCEDURE AND DATA PROCESSING 
 
Details of the experiment and methodological aspects were described elsewhere [12, 30] and will 
be briefly outlined here. Tensile specimens with a dog-bone shape and a gauge size of 6×3×0.2 
mm3 were cut along the rolling direction from a cold-rolled sheet of a polycrystalline aluminum-
magnesium AlMg6 (AA5059) alloy with the chemical composition Al-6.15%Mg-0.65%Mn-
0.25%Si-0.21%Fe (wt.%). After annealing for one hour at 450 ºC and quenching in water, the 
average grain size was about 10-12 μm. The specimens were deformed in air at room 
temperature in a constant-load lever-arm creep test machine. The tests consisted of two stages. 
First, the sample was loaded at 0 = 0.1 MPa/s to a fixed stress in a range from 200 to 320 MPa 

considerably exceeding the conventional yield point for an AlMg6 alloy, 0 160 MPa. It was 

then kept at this stress corresponding to discontinuous creep conditions.  
Various parameters were followed to characterize the dynamics of discontinuous creep. 

First, as mentioned in the Introduction, strain bursts caused by plastic instabilities lead to partial 
elastic unloading due to inertia of the deformation machine. The force response to the 
development of deformation bands was measured using a Zemic H3-C3-100 kg-3V load sensor. 
AE signals were recorded using a Zetlab BC-601 sensor with an almost flat response in the 
frequency range of 100-800 kHz and a smooth decrease at lower frequencies, < 100 kHz. The 
sensor was attached to the specimen head close to the gauge part, using a silicon grease to assure 
a good acoustic contact. The voltage from the sensor was amplified by 40 dB with the aid of a 
AEP5 preamplifier (Vallen-Systeme) and recorded continuously without a threshold at a 5 MHz 
sampling rate and 16-bit amplitude resolution. The low-frequency part of the AE spectrum, 
studied earlier in [29, 30], was suppressed by high-pass filters set at 25 kHz, 50 kHz, or 100 kHz 
depending on the research tasks. 

A high-speed digital device camera FASTCAM Mini UX50/100 (Photron) was applied to 
monitor the surface of the deforming sample synchronously with the force and strain 
measurements. The image acquisition rate was varied from 5 000 to 50 000 fps in order to survey 
the early stages of formation of deformation bands. The sample surface was illuminated by a 
white light source at an angle of 30-40°. The optical technique applied in this work is similar to 
the shadow method [11] modified in two aspects: (i) More than a three-orders-of-magnitude 
increase in the video-recording speed and (ii) Computer-assisted processing based on subtraction 
of sequential digital images.  

 
III. EXPERIMENTAL RESULTS AND DISCUSSION 

 
A. Types of embryo deformation bands 

 
The analysis of video records of the initial stage of formation of more than one hundred 
individual deformation bands, lasting about a millisecond in the conditions of discontinuous 
creep, allowed to classify the embryo bands into at least four main types according to their 
morphology and dynamics. The first type refers to primary “mother” bands which nucleate and 
grow in a material without prior deformation bands (Fig. 1a). The second type includes 
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secondary bands that arise near the boundary of a previous deformation band (including the 
primary one) and grow along it (Fig. 1b). The conjugated embryo band, which grows at an angle 
of about 60 ° to the previous bands, belongs to the third type (Fig. 1c). Finally, the fourth type 
includes arched bands growing in the region of the specimen shoulders (Fig. 1d). 
 Embryo bands of different type are characterized by different dynamics. The dynamics and 
geometry of the first two types are identical, as described in detail in [12, 29, 30]. Up to about 
half the cross section of a flat sample, the embryo band tip grows at an approximately constant 
velocity at an angle of 58-63° to the tensile axis. Then starts the stage of accelerated tip growth. 
It obeys an exponential law, ~ exp( / )t t  , with the time constant   ~ 0.1-0.2 ms. The velocity 

reaches maximum when the band exits to the opposite side surface of the flat sample. Its value is 
often limited by the video-recording speed: ~ 3-5 m/s at the sampling rate of 500 fps, ~ 10-15 
m/s at 25 000 fps and ~ 30-40 m/s at 50 000 fps. 
 It is known that the deformation band represents a mechanical charge, i.e., contains an 
excess of dislocations of one mechanical sign [32]. The corresponding bending moment is 
compensated by local deformations with an excess of the opposite mechanical charge, notably by 
conjugate deformation bands. Thus, conjugate embryo bands belonging to the third type 
inevitably arise during deformation. They are characterized by a slower growth kinetics 
exhibiting variations in the tip velocity in the regions of intersection with the previously formed 
bands. The slower kinetics is not surprising because in this case, the band moves through 
material with a macroscopically inhomogeneous field of dislocation pinning forces created by its 
predecessors. The jump in the growth rate upon reaching the opposite lateral surface is less 
pronounced; the maximum tip velocity does not usually exceed ~ 5 m/s. It should be noted that 
the interaction of conjugate bands is important in the formation of the final neck and fracture of 
the sample [33-35]. It can be assumed that when the conjugate bands intersect, numerous 
microcracks are formed according to the Cottrell mechanism [36], merging into the main crack at 
high stresses. 
 Arcuate embryo bands belonging to the fourth type grow in the region of specimen heads 
where the stress state essentially differs from that in the gauge part and the stress level is reduced 
due to an increasing cross-section. The growth rate of the tip of such bands is the lowest, not 
exceeding several meters per second. The growth duration is accordingly the longest, up to 
several milliseconds. 

 

B. Acoustic signals generated during formation of deformation bands 
 
Despite individual features of acoustic bursts generated during formation of deformation bands, 
including the stage of the embryo band growth, they can be divided into two main groups 
according to their amplitude-frequency parameters. The first group includes the most common 
acoustic signals represented by broadband bursts in the frequency range ~ 25 kHz - 1 MHz and 
with a duration of ~ 1-10 ms (Fig. 2a). Such events are generated by the third and fourth type 
bands, as well as by the first and second type bands at stresses up to approximately 270-290 
MPa. At higher stresses until failure, the bands of the first and second type generate short signals 
with durations up to ~ 1 ms forming the second group of AE responses. They are represented by 
series of high-amplitude microsecond pulses separated by intervals of low-frequency damped 
oscillations (Fig. 2b). These intervals usually last for ~ 50-200 s. The first microsecond pulse of 
the series indicates the onset of the stage of accelerated growth of the embryo band tip. One of 
the subsequent high-amplitude microsecond pulses marks the end of this stage corresponding to 
the band exit to the opposite sample’s surface, i.e., to formation of a complete deformation band. 
Then, the series of microsecond pulses usually continues as long as ~ 200-500 s. 

 It is noteworthy that a similar separation of two groups of acoustic signals accompanying 
intermittent deformation, according to their amplitude-frequency characteristics, is also known 
from experimental studies of AE signals generated during stress jumps caused by the PLC effect 
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in AlMg alloys [15, 37-39]. Thus, such signals are typical not only for “hard” ( 0 = const), but 

also for “soft” loading regime under discontinuous creep conditions ( 0 = const). In view of the 

general character of these temporal patterns, next sections undertake quantitative analyses of 
both kinds of acoustic signals ─ broadband bursts and short series of microsecond AE pulses ─ 
and their correlations with the dynamics of embryo deformation bands.  
 

C. Dynamics of deformation band formation reflected in broadband AE bursts 
 

1. Correlation of the AE burst envelope with the deformation band growth and the force 
response 

 

As stated in the Introduction, the strain jump with a typical amplitude of ~ 1-5% on the creep 
curve represents a complex process involving the development of multiple bands of localized 
plastic strain (see Fig. 4 and 5 in Ref. [12]). In this Section, the very first band triggering the 
entire process will be considered in detail. It occurs after some incubation time depending on the 
creep stress reached upon the initial preloading, from 270 to 290 MPa in the following examples. 
The video-recording of the sample surface shows that the band spontaneously arises and grows 
at a random position along the gauge part or near one of the specimen shoulders. The latter case 
is shown in Fig. 3 which displays a fragment of recording of the process of nucleation and 
growth of an incomplete arcuate deformation band. 
 Figure 4 presents results of the image processing in the form of kinetic curves for the 
growth of the band length bL , the tip velocity t , the band area Sb, i.e., the area enclosed 

between the band boundaries, and its growth rate bS ; The corresponding acoustic signal ( )АЕ t  

is displayed in the bottom chart (Fig. 4e). The time dependences of geometric parameters of the 
incomplete band demonstrate typical nonlinear dynamics with a sharp acceleration at the final 
growth stage. It should be recalled that due to a lower stress level in the region of the specimen 
head, the growth rate of incomplete arcuate bands is less than the band growth rate in the central 
region of the gauge part, where the band grows in the direction of maximum tangential stresses 
[23-26, 30]. It can be seen that the instant of the band exit to the opposite side surface 
corresponds to peaks in ( )АЕ t , t  and S . Unlike the low-frequency signal of discrete AE in the 

10 Hz – 10 kHz band (see [29, 30]), the acoustic burst shown in Fig. 4 has a more complex 
structure in a wide frequency band (Fig. 5), from the low frequency of 50 kHz, determined by 
the high-pass filter, and up to ~ 1 MHz, this bound mainly due to the upper frequency response 
of the AE sensor. 
 Thus, the formation of a deformation band is accompanied by a broadband acoustic burst, 
the power spectrum P(f) of which contains virtually all frequencies of the studied range, with the 
main peak near 100 kHz (Fig. 5) and the median frequency fm of 300 kHz, as determined from the 

condition 
0

( ) ( )
m

m

f

f
P f df P f df


   [40]. The envelope of the AE signal is bell-shaped with a 

maximum corresponding to the end of formation of the complete deformation band (Figs. 4 and 6). 
 It follows from Fig. 4 that the main contribution to the acoustic burst comes from the stage 
of accelerated growth of the incomplete band before it reaches the opposite surface of the 
sample, i.e., before the instant corresponding to the formation of a complete deformation band. 
This stage approximately covers the second half of the period of growth of the band length 
(frames 970–988 in Fig. 3). The preceding stage with the band tip velocity t  < 0.5 m/s, 

including the moment of the band initiation, renders a relatively small AE signal that does not 
exceed the level of the continuous AE component. The stage of attenuation of the acoustic burst 
after formation of the complete band (frame 988 in Fig. 3) approximately coincides with the 
stage of attenuation of the growth rate of the band area, ( )bS t , with a duration of ~ 1 ms. This 

stage of the acoustic burst is presumably governed by the collective dynamics of dislocations 
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inside the band, but perhaps also by the reflections of acoustic waves from the sample surfaces. 
The latter, however, are only possible at frequencies maxf  > 1 MHz, when the acoustic 

wavelength   is comparable to or less than the sample size: max/c f  5 mm, where the 

speed of sound c  5 103 m/s. As can be seen from Fig. 5, this spectral region (“high-frequency 
tail”) constitutes only a small part (< 10%) of the power spectrum. Therefore, the possible effects 
of the reflection of acoustic waves at frequencies of ~ 1 MHz cannot explain the complex 
broadband structure of the AE burst generated during the deformation band formation. 
 Since the typical duration of the broadband AE burst is of the order of ~ 3-10 ms, i.e., 
commensurate with the duration of the stress drop front, it is of interest to study the correlation 
of the averaged envelope of the AE burst with the force response or, more precisely, with the 
shape of the function ( ) | ( ) / |t d t dt  . Figure 6 displays the force and acoustic responses to 
the formation of an individual deformation band, as represented by the unloading jump ( )t  and 

the acoustic burst ( )AE t , for comparison with the shape of the function ( )t . The averaged 

envelope of the acoustic burst was calculated according to equation: 

   1( ) | ( ) | | ( ) |
t t

AE AE

t

t t t t dt  


      ,         (1) 

where t  and | ( ) |AE t  designate the averaging time and the absolute value of the AE signal, 

respectively. Since the load was recorded at a rate of 2 kHz, t  was chosen equal to 0.5 ms. 
Bell-shaped time dependences ( )t  and ( )   averaged over t  are presented in Fig. 6 (curves 
d and e, respectively). The correlation coefficient of these dependences, calculated using the 
MathCad software package, k   0.9316. 
 Another sign of correlation of these functions is an approximately linear dependence 
between their amplitudes m  and m   (Fig. 7). Thus, the averaged envelope of the absolute 

value of the high-frequency acoustic signal carries information about the rate of change of the 
stress response | | . This result qualitatively agrees with the conclusions of Ref. [30], which 
reported on the correlations of the function ( )t  with the amplitude of the low-frequency AE 
signals caused by the formation of individual deformation bands and measured in the band of 10 
Hz – 10 kHz. 
 Figure 8 bears evidence that the acoustic burst accompanying the formation of a single 
deformation band has a complex, apparently fractal structure consisting of a large number of 
short, ~ 1-10 μs, discrete pulses of various amplitudes. Taking into account the general 
hypothesis of an avalanche nature of collective dislocation movements [16, 17, 41-47], it is 
natural to assume that these AE pulses are associated with dislocation avalanches of various 
power participating in the evolution of a complex spatiotemporal pattern of the macroscopic 
strain localization. Since avalanche behavior is characterized by scale-invariant statistical 
properties, a deeper insight into this complexity may be provided by a study of the temporal 
structure of acoustic bursts using methods of statistical, correlation, and fractal analyses.  
 

2. Statistical and fractal analysis of the structure of a broadband AE burst 
 
To perform a statistical analysis, first, a lower threshold of the AE signal amplitude was set at the 
level of twice the RMS value of the signal recorded a few seconds before the onset of the 
primary deformation band (approximately in the middle of the plateau between steps on the 
creep curve). Then, the total number of AE pulses above this threshold was counted (in the 
example of Fig. 8, N = 2643). The probability distribution function (PDF), 1( ) /D s N dN ds , 

was calculated for the normalized acoustic pulse energy, 
___

2 2/s A A , where mA   stands for 

the amplitude of an individual pulse in the AE burst, its square 2A  characterizes the pulse energy 
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E , 
___

2A  is the respective average value over the burst, and dN  gives the number of AE pulses 
with amplitudes in a narrow interval [ / 2s s , / 2s s ].  
 The PDF of the squared amplitudes presented in Fig. 9 has a hyperbolic shape, radically 
different from a normal distribution characterizing random processes. The D(q) dependence is 
approximately linear in log-log coordinates which means that the amplitude distribution obeys a 
power law 
 

( ) ~D s s  .             (2) 

The estimation of the slope of the log-log dependence renders the value of the exponent 
  2.2 0.1. The power-law distribution of squared amplitudes of AE pulses indicates self-
similarity of the acoustic signal, i.e., the absence of a characteristic scale of events, relevant of 
fractal time series [48, 49]. 
 This result is consistent with the data of numerical simulation of self-organizing 
dislocation avalanches at a steady-state creep [41], as well as with experimentally found statistics 
of AE signals during creep of ice single crystals [42, 43] and under conditions of the PLC effect 
in metals [16, 44]. It is important to specify that the cited works dealt with a much coarser scale 
corresponding to series of AE bursts, so that each burst provided one data point while its intrinsic 
structure was ignored. Such similitude corroborates the conjecture of an inherently scale-
invariant nature of dislocation dynamics in various conditions. 
 The numerical study on ice single crystals deforming by slip in the basal plane shows that 
creep results in the formation of dislocation dipoles and walls. These defects determine the 
pinning force field and lead to formation of dislocation avalanches of different strength, so that 
the amplitude distribution of AE signals demonstrates a power law [41]. It is natural to suggest 
that the quantitative law depends on the material microstructure. Indeed, experimental data for 
   vary from 1.4 to 2 for various materials, displaying lower values for crystals with hexagonal 
lattices (ice, Cu, Zn, Cd) and higher values for cubic crystals (the maximum value of 2 was 
found for Al) [45]. Experimental studies of discrete AE under conditions of the PLC effect in 
polycrystalline binary Al-Mg alloys with magnesium content of 3-6% give   in a range from 2 
to 3 [17, 44], and even higher for Al-Mg alloys with precipitates [16]. As suggested in [17], the 
larger values of   may be due to the multiple slip, the presence of precipitates, grain 
boundaries, forest dislocations, and impurity atoms, which are effective obstacles to the 
dislocation motion and, therefore, increase the fraction of smaller dislocation avalanches at the 
expense of larger avalanches.  
 Taking into account the role of long-range stresses in the correlation of collective 
deformation processes, it is worth recalling earthquakes as a classical example of self-
organization in natural mechanical systems. Their magnitudes are measured in terms of the 
energy released by tectonic plates sliding, and the corresponding statistical distributions obey 
power laws with an exponent usually ranging from 1.8 to 2.2, depending on the earthquake 
geography [48]. Thus, although the microscopic mechanisms of deformation are different in the 
laboratory and natural systems, the spontaneous formation of deformation bands at a creep stress 
significantly exceeding the yield strength is similar to earthquakes, regarding the threshold 
dynamics and statistical distributions of the energy of acoustic signals in the complex pattern of 
an AE burst. The observation of power-law amplitude distributions of AE signals – a signature 
of long-range correlations covering the entire system or a significant part of it – bears evidence 
that the dynamics of deformation band formation is essentially governed by slow accumulation 
of internal stresses and their subsequent spontaneous fast relaxation through self-organizing 
avalanches. 



 9 

 Another evidence of self-similarity and hidden correlations in acoustic signals can stem 
from the property of fractality. To estimate the fractality of the recorded signals, rescaled range 
(R/S) analysis was applied to calculate the Hurst exponent H according to the expression [49]: 
 

/ ~ HR S  ,        (3) 

where max min( )R Y Y    is the range of the accumulated deviations of the time series 

representing the signal ( )AE t  from its average value over time interval  . The accumulated 

deviation is defined as 
 

0

( , ) [ ( ) ]
t

AE AEY t t dt


     ,      (4)  

where 1

0

( )AE AE t dt



     and 

1/2

1 2

0

( ) [ ( ) ]AE AES t dt



    

  
 

  give the average value 

and the standard deviation of ( )AE t  over  . The fractal dimension of such a signal embedded in 

a two-dimensional space can be defined using a relationship 2fD H  [49]. 

 Figure 10 demonstrates the results of calculation of dependence (3) for the above example 
of acoustic signal. The curve can be approximated by a linear dependence in double logarithmic 
coordinates over one and half orders of magnitude of rescaled R/S value. Its slope gives the 
estimate of the Hurst exponent, H = 0.304 ± 0.06. It can be concluded that the acoustic burst 
caused by the formation of a single deformation band has a fractal nature with dimension fD  ≈ 

1.7. It may be recalled that H = 0.5 for white noise (uncorrelated process), while the value of H < 
0.5 indicates antipersistence of the signal. Such an inherent correlation within the signal structure 
means that if its amplitude increases over a certain time interval, it should be expected to 
decrease in the next time interval of approximately the same duration, and vice versa, if the 
signal amplitude decreases within some interval, it will increase in the subsequent interval. This 
property of acoustic signals may reflect alternation of acoustic activity because large dislocation 
avalanches result in effective relaxation of internal stresses and, therefore, are followed by 
periods of sound attenuation. Vice versa, internal stresses are accumulated in the material during 
the relatively low activity of the AE signal, and their subsequent relaxation produces bursts of 
acoustic activity. 
 It is known that unbiased determination of H requires very long time series [49]. In order 
to verify the above conclusion and besides, to assess the uniformity of fractal properties of AE 
signals, multifractal formalism was applied in terms of singularity spectra fD() [49, 50]. Details 
of the mathematics of such analysis can be found in [51, 52]. Its qualitative meaning is clear 
from the following description of the construction of such spectra. The time interval containing 
the time series (in other words, the signal’s “support”) is covered with boxes of size t and a 
probabilistic measure is defined for each box. Here, the analyzed time series was represented by 
the series of peak amplitudes of AE pulses. Accordingly, the local measure μi(t) of the ith box 
was defined as a sum of all peak amplitudes within the box, normalized by the global sum over 
the entire interval. The singularity strength  of the local measure describes its scaling with 
regard to the box size:  
 

μi(t) ~ t.                 (5) 
  
The value of fD() can be qualitatively defined as the fractal dimension of the subset of boxes 
corresponding to the singularity strength in the vicinity of  [49].  
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 An example of such calculations is shown in Figure 11. The maximum fD value which 
characterizes the occupation of the support of the entire signal is close to 1. Such a nonfractal 
geometry means that the AE completely fills the time interval. Nevertheless, a certain span of  
values, from about 0.9 to 1.15, characterized by fD < 1, bears evidence to a multifractal nature of 
the analyzed signal. As fD values give fractal dimensions over one-dimensional supports of 
datasets corresponding to the given , there is no direct relationship between data of Figs. 10 and 
11. However, it is important that the existence of a smooth singularity spectrum confirms the 
property of fractality of the AE accompanying the formation of a deformation band. In addition, 
it quantifies a certain heterogeneity of deformation processes, so that a simple fractal description 
may be insufficient.    
 

3. Relation of short series of AE pulses to specific features of deformation band formation 
 

At a creep stress of 300–320 MPa close to the ultimate strength, embryo bands of the first and 
second types generate short, with ~1 ms duration, series of large-amplitude microsecond pulses 
separated by low-frequency damped oscillations (see Fig. 2b). In the tests presented below, the 
latter were suppressed by a high-pass filter set at the level of 100 kHz, which made it possible to 
isolate only discrete microsecond AE pulses and study their correlation with the dynamics of 
embryo bands. The AE signal was recorded at a sampling rate of 5 MHz and the video-recording 
rate was increased to 50 000 fps. Figure 12 shows an example of acoustic response to formation 
of the primary deformation band, consisting of two pulses with microsecond duation. It is 
synchronized in Fig. 13 with the results of processing of video records of the embryo band 
growth (cf. Fig. 4).  
 As can be seen from Fig. 13, the first microsecond AE pulse coincides with a small jump 
in the band tip velocity (frame 1109) with an amplitude of ~ 3 m/s and indicates the onset of the 
final accelerated stage of growth of the embryo deformation band. The second pulse corresponds 
with an accuracy of not more than 20 μs to the moment of impact interaction of the band tip with 
the lateral surface of the sample. The duration of the leading front of the second pulse is not 
longer than 0.6 μs , and the amplitude is almost 5 times the amplitude of the first pulse. 
According to the video record, the band tip reaches the lateral surface at the instant 
corresponding to frame 1115, which gives an estimate of 33 m/s for the maximum tip velocity. 
Judging by the acoustic signal, the second high-amplitude AE pulse, presumably associated with 
the impact of the band tip on the side surface, is excited at the time between frames 1114 and 
1115. If this circumstance is considered, the estimate of the maximum tip velocity should be 
doubled and will reach at least 60 m/s. 
 Unexpectedly, the acoustic noise level drops by more than an order of magnitude in the 
interval of 220 μs  between the two pulses with microsecond duration. The noise is restored to 
the initial level after the end of the second high-amplitude AE pulse (see Fig. 12). According to 
the above correlation of the microsecond pulses with specific stages of the deformation band 
formation, such an “internal” absorption of intrinsic acoustic noise or, more precisely, of the 
continuous AE component may be associated with the generation of a large number of mobile 
dislocations at the accelerated stage of growth of the incomplete deformation band. 
 

4. On the mechanisms of nucleation and formation of deformation bands 
 

As noted above, the embryo band tip grows with acceleration at the final stage of its evolution, 
reaching the maximum velocity immediately before the instant of impact interaction with the 
opposite lateral surface of the flat sample. This instant also corresponds to the maximum 
amplitude of the AE pulse (see also Ref. [30]). The main questions concerning the band growth 
mechanism involve the following aspects: the spatial coupling mechanism responsible for the 
band growth, the mobility of dislocations within the band, the effect of the band and the sample 
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geometries, the stress concentration at the band tip, especially near the exit of the embryo band 
on the opposite surface, the impact interaction of its tip with the surface. 
 The transfer of the dislocation glide over distances of tens and hundreds of microns implies 
its activation by long-range stress fields. Among various spatial coupling mechanisms discussed 
in the literature in this respect, the main role is generally attributed to the mechanisms 
considering slip activation by excess shear stresses at the front of the deformation band [53-55]. 
As shown in [42], such spatial coupling may be expressed by an additional diffusion-like term in 

the constitutive equation, proportional to the strain field Laplacian 2 , which relates the flow 
stress   to the plastic strain   and strain rate   [4, 56].  
 The most common cause of the excess stress at the front of a deformation band is an elastic 
accommodation of plastic strain incompatibility at the boundary between the plastically 
deformed and undeformed regions of the material. Obviously, the maximum incompatibility 
stresses occur in the region of the maximum Laplacian of the strain field, i.e., near the tip of the 
needle-shaped embryo band. The stress concentration increases as the band tip approaches the 
opposite lateral surface of the sample, thus causing an accelerated growth of the embryo band at 
the final stage of its evolution. According to [4], the additional stress at the moving band front 
may be expressed as  
 

2 2
fr xhl   ,                 (6) 

 
where h  is the work-hardening coefficient, l  is the characteristic length of plastic flow 
heterogeneity, and x-axis corresponds to the tension direction. In polycrystals, the 
incompatibility stress between neighboring grains in the heterogeneous strain region gives rise to 
an additional term with a factor 2 / 4Gd  before the Laplacian, where d  is the average grain size 
and G  is the shear modulus  [53]. This expression allows for an estimate of the characteristic 
length,  
 

 1 2
/ 4l d G h .                 (7) 

 
Taking G =28 GPa, d 10 µm and h  2.5 GPa for the initial stage of development of the first 
deformation band in the studied AlMg6 alloy, this formula renders l 17 µm. The obtained value 
is consistent with the width of the band front, according to the results of computer processing of 
digital images of the growing bands.   
 This consideration allows for a discussion of dislocation mechanisms of nucleation and 
formation of deformation bands. According to the above estimates, the source of a new 
deformation band occurring at the boundary of the previous band is located within one or several 
grains. The volume Vb of the embryo band increases by a factor of /b gV V  ~ 106 during its 

evolution, where b b bV L w   1 mm3 at the end of the band transversal growth, the sample 

thickness  = 0.5 mm, Lb and bw  are respectively the band length and width, and the grain 

volume 3
gV d   10-6 mm3. Therefore, avalanche-like multiplication of dislocations must be the 

dominant (although possibly not the only one) mechanism of evolution of the band. It can be 
viewed as follows. When a dislocation source of Frank-Read (F-R) type commonly considered 
for fcc metals is actuated in the parent grain near the sample surface, it results in the formation of 
a dislocations pile-up that is blocked by the grain boundary. The arresting of the dislocations 
creates a positive feedback because the deceleration of the pile-up near the grain boundary gives 
rise to an overstress pulse and local heating which stimulate the activation of F-R sources in the 
neighboring grains and may result in a “chain explosion” of the number of fresh dislocation pile-
ups. It might be noted that nonlinear equations of chain reactions are similar to equations 
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describing the dynamics of populations [57], which role is played in the present case by the 
population of mobile dislocations. 
 It is known that the energy released during an AE event is approximately proportional to 

the source volume [58]. Consequently, the energy 2E A dt   of the acoustic burst generated by 

the embryo band should be at least six orders of magnitude higher than the AE energy from the 
F-R source in the parent grain. Therefore, the moment of the band initiation is not detected by 
the AE method. The expected signal is much lower than the acoustic noise level occurring under 
given deformation conditions and consisting of the testing machine noise and the continuous AE 
component from the plastically deforming sample volume outside the growing embryo band. The 
major part of acoustic energy is released at the final accelerated stage of embryo band growth, 
which is characterized by the maximum growth rate of the band volume, b bV S    5 cm3/s (see 

Fig.13, curve d). 
 The high values of the band growth rate raise a question of the dislocation mobility that is 
determined by the characteristic dislocation velocities in the embryo band. These velocities 
cannot be lower than the displacement rate of the band boundary. Therefore, the latter can serve 
as a rough estimate of the dislocation velocity at the boundary. The lateral growth rate l  usually 

does not exceed ~ 10 cm/s, which corresponds to the thermally activated motion of dislocations 
and admits the DSA mechanism [4]. At the same time, the tip velocity significantly exceeds the 
lateral velocity. It is thus reasonable to suggest that when the tip velocity of an embryo band 
exceeds 10 m/s, the lattice dislocations move in a quasi-viscous manner within the grain, i.e., 
perform an over-barrier motion and are not susceptible to DSA. As a result, the tip moves much 
faster than the lateral boundary, and the shape of the embryo band quickly “stretches” into a 
narrow wedge in the shape of a semi-ellipse [30]. 
 It can also be suggested that the transition from long (up to ~ 10 ms) broadband acoustic 
bursts to short series of microsecond AE pulses, which takes place with an increase in the creep 
stress in the region of ~ 270-310 MPa, is caused by an increase in the velocity of the embryo 
band tip from ~ 3 m/s to ~ 30-40 m/s and, accordingly, by a transition from the thermally 
activated to quasi-viscous regime of motion of dislocations. It is known that the latter is 
determined by the rate of dissipation of the energy of mobile dislocations into various 
subsystems of the deforming metallic material: phonons, electrons, etc. [59]. A significant part of 
energy is spent to excite vibrational degrees of freedom of impurity atoms and dislocation 
segments in various microstructures containing dislocations, e.g., ensembles of fresh dislocations 
not aged by impurity atoms, grain boundaries, cells, etc.  

In this connection, a particular interest is attracted by the result presented at the end of the 
previous section and manifested as a selective attenuation of acoustic vibrations (at least, at 
frequencies below 1 MHz) in an interval of ~ 200 μs between the microsecond AE pulses 
recorded during the accelerated growth of the embryo band. A hint to the understanding of this 
peculiarity may be found in Ref. [60] reporting on a strong damping (by more than an order of 
magnitude) of internal friction during strain jumps in constant stress-rate tensile tests realized on 
several alloys. Although the authors did not suggest a specific model to explain this 
phenomenon, the data of experiments clearly relate the high damping coefficient to a high 
density of mobile dislocations newly formed during formation of deformation bands. This 
suggestion qualitatively agrees with the strong absorption of the intrinsic acoustic noise found in 
the present work. Even if the observations in [60] correspond to a distinct frequency range (~10 
Hz), so that specific mechanisms may be qualitatively different, it can be suggested that the 
observed attenuation is also related to the abrupt dislocation multiplication associated with 
dynamic reconstructions in the medium carrying the acoustic waves, e.g., through dissipation of 
the sound energy for activation of new dislocations or through self-damping because of sound 
reflections from dynamic interfaces associated with strain localizations. It is also noteworthy that 
the high attenuation coefficient may not apply to the entire volume of the sample but only to the 
embryo band at the final accelerated growth stage, due to generation of a large number of mobile 



 13 

dislocations switching to the quasi-viscous mode of motion. The mechanism of this phenomenon 
is an open question and requires further investigation. 
 
 

IV. SUMMARY 
 
The discontinuous creep resulting from spontaneous nucleation and growth of deformation bands 
at a constant applied stress presents a striking example of nonlinear dynamics, which might serve 
as a model of the macroscopic-scale self-organization in nonlinear systems studied in various 
fields of science. Self-organized deformation processes giving rise to plastic instabilities have 
been attracting strong interest of researchers since the mid-eighties of the last century, but most 
of the research was aimed at relatively large time scales, often corresponding to the duration of a 
mechanical test. In the present paper, the millisecond dynamics of embryo deformation bands 
was investigated experimentally using the AE technique simultaneously with high-speed video-
recording of the surface of the deforming samples of an AlMg6 alloy. The duration of the 
embryo band growth usually does not exceed several milliseconds. Therefore, an experimental 
study of this process requires the use of methods operating in a frequency band significantly 
exceeding 1 kHz. In the present work, data on the deformation band formation were obtained by 
virtue of combination of the AE method covering a frequency band from 25 kHz to ~ 1 MHz and 
high-speed video-recording at a rate of 5 000 to 50 000 fps with a spatial resolution of 10 to 40 
μm/pixel. 
 

The experiments permit the following conclusions to be drawn: 
 
(i) Embryo bands in flat tensile samples can be classified into four main types with regard to 
their geometry and dynamics: primary bands, growing across the frontal surface in the direction 
of the maximum tangential stresses; secondary bands, growing along the border of the previous 
band; secondary conjugated bands, intersecting with the previous bands at an angle of about 60°; 
and arcuate bands, growing in the area of the sample heads. The fastest dynamics is 
characteristic of the first two types, while the band of the fourth type is the slowest of all at the 
same level of the applied load. All types of embryo bands show nonlinear dynamics with a sharp 
acceleration at the final stage of growth. They generate bell-shaped acoustic bursts characterized 
by a broadband (~ 25 kHz - 1 MHz) power spectrum, various amplitudes, and durations in the 
range of ~ 1-10 ms, depending on the band type and the applied stress in the range below ~0.8 u  

(here, u  is the ultimate tensile strength). At higher stresses, the bands of the first and second 

type generate short, lasting up to ~ 1 ms, series of high-amplitude microsecond AE pulses.  
 

(ii) It is established that the sources of broadband AE bursts are related to the final stage of the 
embryo band growth, which consists of the impact interaction of its tip with the surface, 
accounting for the maximum amplitude of the acoustic burst, and the subsequent stage of the 
band expansion, corresponding to the signal attenuation. The power spectrum of broadband 
bursts contains virtually all frequencies of the studied range with the main maximum near 100 
kHz and the median frequency about 300 kHz. The shape of the averaged envelope of the AE 
burst correlates well with the absolute rate of growth of the force response to the deformation 
band formation.  
 
(iii) The broadband acoustic burst caused by the formation of an individual band has a complex 
fractal structure consisting of a large number of short (~ 1-10 μs) discrete AE pulses with a 
power-law amplitude distribution. Such scale-invariant statistics are usually considered as a 
signature of avalanche-like dynamics of the underlying physical processes. It may be supposed 
that dislocation avalanches are the building blocks of the growing deformation band. It should be 
underlined that the statistical analyses reported in the literature correspond to time intervals of 
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minutes and even hours, within which millisecond pulses analyzed in the present paper would be 
represented by structureless points. This similitude between behaviors on distinct time scales 
motivated fractal analysis that revealed a multifractal nature of broadband acoustic bursts and 
corroborated the conjecture of self-organized dynamics of dislocation avalanches over the time 
scale of a deformation band.  
 
(iv) Short series of microsecond AE pulses detect with an accuracy of ~1 μs the stage of 
accelerated growth of the first and second type embryo bands occurring at high stresses. The first 
AE pulse in the series indicates the onset of this stage, and the AE pulse with the maximum 
amplitude reveals the shock interaction of the embryo band tip with the sample surface. 
According to video-recording at a rate of 50 000 fps, the tip speed can reach ~ 30-40 m/s at this 
instant. 
 

(v) The source of a deformation band lies within one or several neighboring grains. The volume 
of the embryo band increases by more than six orders of magnitude during its growth. It can thus 
be suggested that the avalanche-like multiplication of dislocations is the dominant growth 
mechanism. At the stage of accelerated growth, dislocations move in a quasi-viscous regime in 
the embryo band tip, and the lateral growth occurs due to thermally activated motion of 
dislocations. A surprising observation concerns an unexpectedly strong attenuation (by more 
than an order of magnitude) of acoustic noise at the stage of accelerated growth. Several 
hypotheses associated with the generation of a large number of mobile dislocations are suggested 
as possible mechanisms of such phenomenon. The verification of these conjectures will require 
further investigations.  
 
The experimental data connote several remarks concerning mechanical properties and 
applications of alloys prone to plastic instability and strain localization. First, attention should be 
attracted to the fact that the source of a deformation band lies within one, perhaps, several 
polycrystalline grains. It will be of great interest to extend this study to similar alloys with 
various grain size, including submicro- or nanocrystalline materials or samples with grains 
refined in a surface layer that might control the embryo band nucleation. It is noteworthy in this 
context that efficient suppression of the PLC effect was observed after severe plastic deformation 
of some AlMg alloys in [61, 62]. Second, the observation of a radical change in the waveform of 
AE signal on approaching the ultimate stress may serve to anticipate the oncoming fracture. 
Moreover, the knowledge of the correlation between AE bursts and the formation of deformation 
bands may help to find original ways to control or suppress strain localization and, therefore, 
improve and stabilize mechanical properties of alloys. For example, recent studies showed that 
application of electrical current can suppress the PLC effect and band formation [63]. In this 
case, AE signals may provide feedback to control electric current generators.  
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Figure captions 
 
Fig. 1. Types of embryo deformation bands: (a) primary band; (b) band growing along the 
boundary of a previous band; (c) conjugated band growing across the previous bands at an angle 
of about 60°; (d) arcuate band in the region of the sample shoulder. The upper images are the as-
recorded photographs and the lower ones are the result of computer processing of the images of 
the growing embryo band. 

Fig. 2. Typical AE signals generated during the formation of deformation bands: (a) broadband 
bursts of AE; (b) series of high-amplitude microsecond pulses separated by intervals of low-
frequency damped oscillations. 

Fig. 3. Formation of a primary deformation band near the sample head, which serves as a trigger 
for the development of a strain jump in the AlMg6 alloy under conditions of discontinuous creep 
at 0    285 MPa. The video recording speed is 5 000 fps. The frame numbers are indicated on 

the left of the images.  

Fig. 4. Time dependences of various characteristics of the primary deformation band: the band 
length bL (a); the band tip velocity t (b), the band area bS (c), its growth rate bS (d); the AE 

signal AE  (e).  

Fig. 5. Power spectrum P(f) of the AE signal shown in Fig. 4, curve (e). 

Fig. 6. Synchronization of the time evolution of several quantities: stress    showing an 
unloading jump (a), acoustic burst AE  caused by the formation of an individual deformation 

band (b), the corresponding absolute value AE| |  (c), its envelope   (d), and the absolute values 

of the stress change rate | |    (e). m  and m  represent the amplitude of the envelope of 

the acoustic burst and the jump in the stress change rate, respectively. 

Fig. 7. Amplitude m  of the envelope of the AE burst caused by the formation of a single 

deformation band versus amplitude m  of the rate of change of the stress response.  

Fig. 8. Temporal structure of an AE burst caused by the formation of an individual deformation 
band in the AlMg6 alloy, displayed at different time scales. 

Fig. 9. Probability distribution function D(s) of normalized squared amplitudes of discrete AE 
signals in the structure of an acoustic burst caused by the formation of a separate deformation 
band: (a) linear coordinates; (b) double logarithmic coordinates. 

Fig. 10. Results of R/S analysis showing a dependence of the rescaled R/S range on time interval 
  in double logarithmic coordinates. The slope of the dashed line gives the estimate of the Hurst 
exponent, H = 0.304 ± 0.06. 

Fig. 11. Singularity spectrum  fD()  for the same AE signal.  

Fig. 12. Shape of the acoustic signal corresponding to the accelerated stage of growth of the 
primary band embryo at a creep stress  0 = 310 MPa. Inset shows an AE pulse with a front 

duration of 0.6 s caused by the band exit to the opposite side surface of the sample, according 
to video recording at the rate of 50 000 fps. n indicates the frame numbers. 

Fig. 13. Correlation of the high-frequency acoustic signal (a) shown in Fig. 12 with the length bL  

of the embryo of the primary band (b), the tip velocity t  (c), and the rate bS  of the growth of its 

area  (d). The recording speed is 50 000 fps. The time interval between frames is of 20 s. 
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